Material Plate size Production details Follow-up treatment

EN GJL-200 870 x 870 mm / height 2 x 250 mm Weight from 5 — 120 kilograms Internal dip coating according to RAL 9011
EN GJL-250 1200 x 1200 mm / height 2 x 300 mm Batch size from 50 pieces Internal spray painting according to RAL 3009
EN GJS 400-15 Core weight from 0.3 — 70 kilograms External processing

EN GJS 500-7 Core package External painting

EN GJS 600-3




